PCN 10_0126 – AD22057
	Test
	Conditions
	Sample Size
	Expected Completion Date

	Temperature Cycle*
	JEDEC JESD22-A104
	1 x 82
	09/2010

	Autoclave*
	JEDEC JESD22-A102
	1 x 82
	08/2010

	Electrostatic Discharge 

Field-Induced Charged Device Model
	ESD Association STM5.3.1-1999
	1 x 15
	08/2010


*Preconditioned Per JEDEC/PC J-STD-020
